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Flow Process Major item checked Frequency Process
S 1 [InZ A wiES, ERES REEY INIFE(5VE)
Wafer incoming Lot No., Q'ty check Sampling Wafer process
O 2 mit FRd, R F1-7 ZHERE
Oxide Temperature, Time Tube change
< 3 E&{EfRF1v) SR, BLIEE RERY
Oxide check Appearance - OX thickness Sampling
< 4 F1y) SR, AIE hEmY
Check Appearance - Measure Sampling
O 5 7+hIE mERE WS
Photo lithography Against photo mask At Starting
<& 6 Fry) SR, REREEE RERY
Check Appearance - Defect density Sampling
@) 7 HEEK REE, K WSl
Drive Temperature, Time At Starting
< 8 F1v) y-MEH, B RERY
Check Sheet resistance, Oxidation Sampling
@) 9 EREMK BExEE WEE SR
Metal deposition Vacuumness At Starting
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Metal check Appearance , Thickness, Surface |Sampling
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Wafer check Process Control Monitor Sampling
<& 12 Tk BERAEE 100%
Wafer test Electrical characteristics
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Laser trimming Laser power, Location of shots At Starting
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Dicing Position, Blade Condition At Starting Assembly process
O 15 5 4& uF g ZEmE RERY
Die attach Position, Amount of Coating Sampling
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Wire bonding w17, 4 417 Sampling

Appearance, Position,

Loop shape, Wire pull strength,
Ball share strength,

Die share strength
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Molding Appearance, X-ray check Sampling
©) 18 %9 SR hEmmY
Marking Appearance Sampling
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Pb-free Solder plating Plating thickness, composition Regularly check
O 20 Y-F Ay MIE-IUY ~HERIE HwREDRY
Lead cut/Forming Measuring dimensions Sampling
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Electrical test Electrical characteristics 100%
Visual check Mark, Lead 100%
Taping Taping strength Per day
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Out going inspection Label, Appearance Sampling
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Packing /Shipping Verification of product Per lot
against slip
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